
ERRATA SHEET 
 

AWS A5.14/A5.14M:2009,   Specification for Nickel and Nickel-Alloy Bare Welding 
Electrodes and Rods  

  
 

The following Erratum has been identified and incorporated into the current reprint of 
this document. 

 
 

 
Page 7, Table 1: Changed Ti content from 0.04% maximum to 0.4% maximum for AWS 
Classification ERNiCrMo-21 
 
 
 


