
 

550 N.W. LeJeune Rd., Miami, Florida  33126 
305 443-9353   800 443-9353   Fax 305 443-7559 
E-mail:  info@aws.org   http://www.aws.org 

 

Interpretation of AWS A5.18/A5.18M:2005 
 
 

Subject: Chemical analysis  
AWS Log: A5.18-05-INT1-Rajan 
 
Inquiry: Is chemical analysis of a sample prepared from the rod stock from which the solid filler 
metal was produced an acceptable method for demonstrating conformance to solid filler metal 
classifications within AWS A5.18/A5.18M:2005? 
 
Response: Yes 
 
 
 


